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Material Specifications 

 

Zinc Pentachlorothiophenol 

 

Zinc Salt of pentachlorothiophenol 

 

 

CAS NO:  117-97-5 

 

 

 

    

 

 

Test    Specification                            Method  

 

Appearance                             Gray-White Powder                           Visual  

Purity                                       98.0% miniumum                                 Cymer Test               

Moisture                                  0.50% maximum                                   Karl Fisher                                                       

Screen analysis                        100% pass through 45 mesh                 Cymer Test                                                     

 

  

 

 

 

 


